
1641 Sigman Road

PO Box 919

Conyers, GA 30012

1-770-922-8000 ext 303

www.tpinspection.com

PFI Trend Report

E96-9222

FIBER BY-PRODUCTS, CORP

White Pigeon, MI 49099

70721 US 131

Inspection Date Range:Material Type:

Number of Samples: Report Date: 1/23/2019

Parameter As Received

Average

As Received

Stnd Dev

Dry

Average

Dry

Stnd Dev

 17

1/1/2018 to 12/31/2018Hardwood

 3.95  0.51Total Moisture (%)
 0.47  0.11  0.49  0.11Ash (%)

 8181.41  41.41  8518.24  34.17GCV (BTU/lb)
 65.06  12.59  67.35  13.72Chlorine (ppm)

Result

Average

Result

Stnd Dev

Parameter

 43.96  1.00Bulk Density (lb/ft³)
 0.12  0.13Length (%) > 1.5 Inches
 0.25  0.00Diameter (mean)
 0.26  0.12Fines (%)
 98.29  0.48Durability Index

Findings are based on the sample submitted.  TP Inspection is accredited by ALSC for the PFI/ALSC Densified Fuel Standards 

Program.  TP Inspection is accredited by the International Accreditation Service to ISO 17025.  All test parameters above are 

included in TP Inspection's scope of accreditation.  Pass/Fail limits are based on the as-received values of the sample submitted.

Prepared By:

Christopher Cox - Laboratory Manager
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